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TR SR Y R TR &2 F23R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :
EH AP (Sample Submitted By) ¢ i‘%ﬂ]{' > L2 7 (CHUNG HWA PULP CORPORATION)

% ¢ #-(Sample Description) : UNCOATED WOODFREE & RECYCLED PAPER (#cigip +hi 4 M 2g)
& * >+ (Used For) : ;ﬁ-%ﬁ@%’ % 3F (PLEASE REFER TO PAGE 3)
Jz ¢ p #p (Sample Receiving Date) ¢ 2017/04/26
RI:EE F (Testing Period) : 2017/04/26 TO 2017/05/04

B F £ (Test Requested) DORBESR R ®F LM, 24 FRAMEARGE. (As specified by client, to
test PFOA, PFOS contents in the submitted sample(s).)

B)3E > 2 (Test Method) ¢ %% US EPA 3550C (2007). / With reference to US EPA 3550C (2007).
B)3E % % (Test Results) i #%RBET- T (Please refer to following pages).
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P2 % (Test Results)

#l5EF0 = (PART NAME) No. 1 ¢ v ¢ A3k (WHITE PAPER)

, - < E 15 2%
PIAIE P -3 B E
v ) F #'iE (Result)
(Test Items) (Unit) (Method) (MDL) —
>4 F%mp / Perfluorooctane mg/kg [%%US EPA 3550C (2007), rei4p k47 10 n. d.
sulfonates (PFOS-Acid, Metal /¥ &Rl / With reference to US
Salt, Amide) EPA 3550C (2007). Analysis was
performed by LC/MS.
>4 ¥ p& / PFOA (CAS No.: 335- mg/kg [%%US EPA 3550C (2007), reiz4p k47 10 n. d.
67-1) /3 k¥Rl / With reference to US
EPA 3550C (2007). Analysis was
performed by LC/MS.

# 3z (Note) :
1. mg/kg = ppm; 0.1wt% = 1000ppm
2. n.d. = Not Detected (K4 1)
3. MDL = Method Detection Limit (= ;* ¥ pl4&*LiE)

PFOS %% 3 i (Reference Information) : # A {3 #7344 POPs - (EU) 757/2010
PFOS:E & &t~ ’F**@ll%* ¢ 7 #4280, 001%(10ppm) » A A &~ A g R 0?2 42350, 1%(1000ppm) > AR
R ALY 2 FAzE lpg/m? - (Outlawing PFOS as substances or preparations in concentrations above 0. 001/0
(10ppm), 1in semiffinished products or articles or parts at a level above 0.1%(1000ppm), in textiles or

other coated materials above lug/m?.)
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&t %+ (Used For)

7100 > #7500 0 Fa 0 RFEH O FEA ¢ REE R FAE 0 RERE
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A R A ‘*%ﬁll«w%&~ﬁﬁﬁi«w%&#wﬁﬁa NG IRURRIE ) A | i&ﬁﬁi

BBk S s e s L 4R CRAEHACARGEBRA S FEHET K BHA S KHFER

R AT tfsﬁpi‘r; ERECR 3%‘%& 7 i +k o (NEO LOTUS 100 RECYCLED PAPER, NEO LOTUS 500 RECYCLED

PAPER, CLEAR LOTUS HI-BRIGHT RECYCLED PAPER, CLEAR LOTUS CREAMY RECYCLED PAPER, SUPERIOR

UNCOATED WOODFREE, WHITE UNCOATED WOODFREE, HI-WHITE UNCOATED WOODFREE, BULKY SNOW

WHITE UNCOATED WOODFREE, BIT-COATED WOODFREE, SHOW WHITE UNCOATED WOODFREE, SUPERIOR

BIT-COATED WOODFREE, CREAMY UNCOATED WOODFREE, HIGH BULKY BOOK PAPER, BULKY BIT-COATED

WOODFREE , SUPERIOR IVORY UNCOATED WOODFREE, SUPERIOR UNCOATED WOODFREE, YELLOW KRAFT

PAPER, CREAMY HIGH BULKY PRINTING&WRITING PAPER, COPY PAPER, HIGH BULKY BIT-COATED WOODFREE,

RECYCLED KRAFT PAPER, EXCELLENT WHITE UNCOATED WOODFREE, DRAWING PAPER, WOODFREE FINE PAPER,

IVORY WOODFREE FINE PAPER, CREAM WOODFREE FINE PAPER, BLUISH WHITE WOODFREE FINE PAPER,

COPY PAPER, SUPERIOR SNOW-WHITE COATED PAPER, SUPERIOR IVORY COATED PAPER, COMPUTER FORM PAPER)
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FR/AE I RBHA 48 /Analytical flow chart - PFOA/PFOS

7

A :/27e ¥ [Technician: Yaling Tu
# 4 i 3k fx® [ Supervisor: Troy Chang

# &7 2 [ Sample pretreatment

v

3R EE R
Sample extraction by Ultrasonic extraction
(%% = 2 Reference method: US EPA 3550C)

v

k- ﬁ%f?/iﬁé ‘Fﬁ /
Concentrate/Dilute Extracted solution

v

YLRAR R AT RA AT I ]
Analysis was performed by LC/MS

v

¥y [ Data
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¥ REYP A REHRT 0 REAFERERPIZ &/, X
(The tested sample / part is marked by an arrow if it’s shown on the photo. )

¥k 4f £ & & (End of Report) **
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