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TR SR Y R P AR &2 F23R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

#E AP (Sample Submitted By) : v %,ﬁ‘:”xﬂ]{f& >3 T2 7 (CHUNG HWA PULP CORPORATION)

# & & #i-(Sample Description) :  UNCOATED WOODFREE & RECYCLED PAPER (#iid i +% & 2 M%)

J&* > (Used For) : ;%-2}4; %57 (PLEASE REFER TO PAGE 5)
Jz 12 p #5 (Sample Receiving Date) . 2016/08/29

R:E P (Testing Period) : 2016/08/29 TO 2016/09/05
PR % % (Test Results) #27T - F (Please refer to next pages).

Signed for and onhg
SGS TAIWAN LTD.
Chemical Laboratory - Taipei
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P2 % (Test Results)

BleE2% = (PART NAME)No. 1 : w ¢ K% (WHITE PAPER)
. e s s <% 1R 5%
PlFRIE P ¥ Ples
; ) ¥ 1R (Result)
(Test Items) (Unit) (Method) (IDL) Yo 1
4% / Cadmium (Cd) mg/kg | %4 [EC 62321-5 (2013) » r1 @ 48 & 2 n.d.
IR s R R/ With
4~ / Lead (Pb) mg/kg |reference to IEC 62321-5 (2013) 2 n.d.
and performed by ICP-AES.
A / Mercury (Hg) mg/kg |%% IEC 62321-4 (2013) » ™ g 48 & 2 n.d.

R R sp R RL / With
reference to IEC 62321-4 (2013)
and performed by ICP-AES.

» % 4% / Hexavalent Chromium Cr(VI) mg/kg | %% IEC 62321 (2008) » 2 UV-VISH 2 n. d.
#l. / With reference to IEC 62321
(2008) and performed by UV-VIS.

% 4.9 % %4 / Sun of PBBs mg/kg - n. d.
- /%% ¥ / Monobromobiphenyl mg/kg 5 n. d.
= %% ¥ / Dibromobiphenyl mg/kg 5 n. d.
Z %% ¥ / Tribromobiphenyl mg/kg 5 n. d.
» 4.5 ¥ / Tetrabromobiphenyl mg/kg >4 IEC 62321-6 §2015) ILF AR R AT 5 n. d.
AT TN N A A e S R
+ %% ¥ / Hexabromobiphenyl mg/kg by GC/MS. 5 n. d.
= /47 % / Heptabromobiphenyl mg/kg 5 n. d.
~ %8 % / Octabromobiphenyl mg/kg 5 n. d.
1 4% % / Nonabromobiphenyl mg/kg 5 n.d.
%7 % / Decabromobiphenyl mg/kg 5 n. d.
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R B ¥ R i Il e
iR FR 3 hudl RIFd ™ .
g Result
(Test Items) (Unit) (Method) ?;Dﬁi ( )
No. 1
$ 5 pdf / Sum of PBDEs mg/kg - n. d.
- /48 ¥ p / Monobromodiphenyl ether mg/kg 5 n. d.
= 45 ¥ @/ Dibromodiphenyl ether mg/kg 5 n. d.
z 4w ¥ @/ Tribromodiphenyl ether mg/kg 5 n. d.
z 5.7 ¥ @ / Tetrabromodiphenyl ether mg/kg %4 1EC 62321-6 (2015) > 2 4p & 47 5 n. d.
T . /¥ &ki¥kpl. / With reference to

7 8.5 ¥ B / Pentabromodiphenyl ether /k ¥ 5 .d.
— Wﬁf/ - — e {IRC 62321-6 (2015) and performed -
* 484 ¥ A/ Hexabromodiphenyl ether mg/kg by GC/MS. 5 n. d.
= 47 ¥ @ / Heptabromodiphenyl ether mg/kg 5 n. d.
~ %8 ¥ pe / Octabromodiphenyl ether mg/kg 5 n. d.
1 4.7 3 At / Nonabromodiphenyl ether mg/kg 5 n. d.
—+ /%8 ¥ p¢ / Decabromodiphenyl ether mg/kg 5 n. d.
MFZPET FY Ay / BBP (Butyl Benzyl mg/kg 50 n.d.
phthalate) (CAS No.: 85-68-7)
AF- v Ei- 7 Ay / DBP (Dibutyl mg/kg 50 n.d.
phthalate) (CAS No.: 84-74-2)
MEZ Pz (2-2 e A)fq / DEHP mg/kg 50 n. d.
(Di- (2-ethylhexyl) phthalate) (CAS
No.: 117-81-7) %4 1EC 62321-8/CD (2013) » 14 # 4
MF- " - B Ay / DIBP (Di-isobutyl mg/kg K47 R/ FH KRRl / With 50 n. d.
phthalate) (CAS No.: 84-69-5) reference to IEC 62321-8/CD
¥ " g B %f; / DIDP (Di-isodecyl | mg/kg |(2013). Analysis was performed by 50 n. d.
phthalate) (CAS No.: 26761-40-0; GC/MS.
68515-49-1)
MmF-vpi- B2A5 / DINP (Di-isononyl [ mg/kg 50 n. d.
phthalate) (CAS No.: 28553-12-0;
68515-48-0)
MFZ P Ff / DNOP (Di-n-octyl mg/kg 50 n.d.
phthalate) (CAS No.: 117-84-0)
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I35 B ¥ i B3 Pl (Rii "
(Test Items) (Unit) (Method) (IDL) Yo 1
7 bdk L %2 4rp 3 RAASEY D B E | mg/kg | %5 1EC 62321 (2008) - 14 4p A 4/ 5 n. d.
¥/ Hexabromocyclododecane (HBCDD) B3 &Rl / With reference to
and all major diastereoisomers IEC 62321 (2008). Analysis was
identified (a- HBCDD, B - HBCDD, performed by GC/MS.
v - HBCDD) (CAS No. : 25637-99-4 and
3194-55-6 (134237-51-7, 134237-50-6,
134237-52-8))

# = (Note) :
1. mg/kg = ppm; 0. 1wt% = 1000ppm
2. n.d. = Not Detected (&)
3. MDL = Method Detection Limit (= ;% i ipl#&*2 &)
4, "-" = Not Regulated (& #.f&)
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f&* **(Used For) :
#777100 > #7500 0 F 77 B ¢ TR R

PR RE R R Y RRE A g ik
vaE R # e W o B4R AR ATE 20 31T 3 s =R «‘P‘f«k‘f‘?’*'rﬁﬁﬂ‘
BEBE A F R P T EAko FAOHRAT A KR F Y N 43y 24 ”iwﬂm’
Trifw 2K P FY EH o BRA BGRB8 24 BRGS0 K
BB AR O R F R R M—%%iﬁfﬂawﬁiﬁm’~i*mgﬁw~ahmé+# :

%%ﬂﬁ~%Aiﬁﬁﬁﬁ~%&%éﬁﬁﬁ~

A
THoM i TR s 8T RN A RA -~ F
BRI B R T R i’%-zﬁﬁ* CRERTE A R A RN 2 AE A

PEREAR B RA S B H A K N J\aa‘*ﬁg"\‘“ﬁg%&"' A BT2e 3% 7 4k

(NEO LOTUS 100 RECYCLED PAPER, NEO LOTUS 500 RECYCLED PAPER, CLEAR LOTUS HI-BRIGHT
RECYCLED PAPER, CLEAR LOTUS CREAMY RECYCLED PAPER, SUPERIOR UNCOATED WOODFREE, WHITE
UNCOATED WOODFREE, HI-WHITE UNCOATED WOODFREE, BULKY SNOW WHITE UNCOATED WOODFREE,
BIT-COATED WOODFREE, SHOW WHITE UNCOATED WOODFREE, SUPERIOR BIT-COATED WOODFREE, CREAMY
UNCOATED WOODFREE, HIGH BULKY BOOK PAPER, BULKY BIT-COATED WOODFREE , SUPERIOR IVORY
UNCOATED WOODFREE, SUPERIOR UNCOATED WOODFREE, YELLOW KRAFT PAPER, CREAMY HIGH BULKY
PRINTING&WRITING PAPER, COPY PAPER, HIGH BULKY BIT-COATED WOODFREE, RECYCLED KRAFT PAPER,
EXCELLENT WHITE UNCOATED WOODFREE, DRAWING PAPER, WOODFREE FINE PAPER, IVORY WOODFREE FINE
PAPER, CREAM WOODFREE FINE PAPER, BLUISH WHITE WOODFREE FINE PAPER, COPY PAPER, SUPERIOR
SNOW-WHITE COATED PAPER, SUPERIOR IVORY COATED PAPER, COMPUTER FORM PAPER)
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£ £ &% /Analytical flow chart of Heavy Metal

TR T AR RIZ G BRES 2R o (2 BRI g )

These samples were dissolved totally by pre- condltlonlng method according to below flow chart. ( Cr® test method excluded )
B pl3EA R 0 2 &3 /Technician : JR Wang

B RI3Ef F 4 1 5RELE [ Supervisor: Troy Chang

| P4 - 9l % # 5 /Cutting ~ Preparation |

v

| Pl &£ & / Sample Measurement |

- |
B = Cr6+
45 Pb ~ 4 Cd A Hg ¥ &
v v v (Note**)
BARA T RS A i i ) (T A AR E & peomcl Foc £ i /Add
#7157 ) / Acid digestion by suitable acid depended on Microwave digestion with HNO3/HCI/HF appropriate amount of
different sample material (as below table) ¢ digestion reagent
v v

l—‘ # jjg / Filtration ‘_¢ nBIgEREREFY M E
B~ [ Heat to appropriate

| 47 1 Solution | | 7 % | Residue | temperature to extract

1) s g# /Alkali Fusion i ris B iR 1E 5 1 Cool,
v 2) R /HCltodissolve filter digestate through filter
| B9 & TR R4 5% & /ICP-AES | T

&1 § | Sample Material i} v gk fa4F / Digestion Acid fvorgd WA [Add
&, 4, 4, %4/ 3ok, FER, B, &4, IR diphenyl-carbazide for
Steel, copper, aluminum, solder Agua regia, HNO3, HCI, HF, H,0, color development
#.3% /Glass AL, & & ps [ HNOs/HF +
&, 48, &, WL/ 2 -k /Aquaregia
Gold, platinum, palladium, ceramic TR Ak ko
£/ Silver A [HNO; RIPER u’f & 540 nm £
% % | Plastic FifE, BF b, A, B | H:SO4 H:0z HNOs, HCI fc & [ measure the
# @ /Others sor i ¥ HUEA L % >3 f% /Added appropriate absorbance at 540 nm by

UV-VIS

reagent to total digestion

Note** (For |IEC 62321)
(1) #4222 Bt ddse » d 12 1V > 4o 3 90~95°C ¥ B~. / For non-metallic material, add alkaline digestion reagent and heat to
90~95C.
(2) #+% & BHAL 4 » Bk > 4o 3 K E P | For metallic material, add pure water and heat to boiling.
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5.8 % /5 08 F A $1n 42K / Analytical flow chart - PBB/PBDE
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B OREAR R

/ Technician: Yaling Tu

B Pl F 4 EE® [ Supervisor: Troy Chang

A & PI3# A2 A | First testing process ———
EH MG HRAA [ Optional screen process sasannm:
FE3RAE A [ Confirmation process — - — -p

Sample / # &

v

Sample pretreatment / # &% i g2

Screen analysis / 4~ & 4 +7

v
Sample extraction % & % B/
Soxhlet method % ;% %3~

]
v

Concentrate/Dilute Extracted solution
FE kSR

v

Filter / % 3~ &k

|
v

Analysis by GC/MS / # 48 % 47 B3 & A 45 |

T
v
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¥ R 4 57428 [ Analytical flow chart - Phthalate

B pliE A R k&P [ Technician: Andy Shu
B pEf F 4 sREc® [ Supervisor : Troy Chang

[ipl3% = /£ [Test method: IEC 62321-8]

TR A
Sample pretreatment/separation

!

¥ THE & & vk 3 255~ /
Sample dissolved/extracted by THF

'

R i

Dilute Extracted solution

]

F AR RA 4
Analysis was performed by GC/MS

!
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+ B3 -L - Y%A 47on 42 B / Analytical flow chart - HBCDD

1 ;z% % /[ Technician: Yaling Tu

* R
L 4 1 5Fz® [ Supervisor: Troy Chang

# %% &JZ | Sample pretreatment

!

# & 3 B~ Sample extraction /
4z 4 s 3 P~ Ultrasonic method

!

L a
Concentrate/Dilute Extracted solution

{

% B [ Filter

!

LE AR R AT R R AT
Analysis was performed by GC/MS

{

¥y [ Data
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X BEY 4o BFEHET 0 MEAA SR EHRBZFE/I0O X
(The tested sample / part is marked by an arrow if it’s shown on the photo. )

CE/2016/85861

¥k g2 2k (End of Report) *x

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at
and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at . Attention is
drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company's
findings at the time of its intervention only and within the limits of client’s instruction, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties
to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.

25, Wu Chyuan 7th Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan /#1t i LR B4t A £ I T -+ R 2558

t+886 (02)2299 3939 f+886 (02)2299 3237 www.sgs.tw

Member of the SGS Group



		2016-09-05T14:49:04+0800
	SGS TW
	www.sgs.com
	What is DSR? Refer http://dsr.wmholetech.com 


		hubert.hsu@wormholesoft
	2016-09-05T14:49:04+0800
	Downsview, ON
	www.wmholetech.com
	WomrHoleTech




