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M RIER R SRd Y R TR &2 F23R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

¥ ¥ f 7 (Sample Submitted By) v i:x:l]{' > L2 @ (CHUNG HWA PULP CORPORATION)
% ¢ #-(Sample Description) :  FOOD GRADE PAPER (& m-/&* X)
&1t 7 (Sample Material) . (PAPER)
&t 3t (Used For) :  #x& x5+ (FRESH CHOICE ONE-SIDE COATED SOLID CARD BOARD)
Jz i p #5 (Sample Receiving Date) . 2017/10/31
R:EE R (Testing Period) : 2017/10/31 TO 2017/11/09

B3 g £ (Test Requested)
EHRESHT FTY FARSEFEFE LA RE (102.08. 20974 & F % 102135014654 i3 & )& (7RlE. R P SRR
2% 4. / As specified by client, with reference to Sanitation Standard for Food Utensils, Containers and Packages
(MOHW Food No. 1021350146 was amended on 2013/08/20) to conduct test. Please refer to result table for testing

item(s).

BEE 2 % (Test Results) : # 4R T - F (Please refer to following pages).
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P2 % (Test Results)

#l5EF% = (PART NAME)No. 1

p 2 (Date) : 2017/11/09

v ¢ ¥4 (WHITE CARDBOARD)

T #c(Page) : 2 of 4

PlFRIE P HEr Ples 25 .
(Test Items) (Unit) (Method) L0Q (Result) (Lim;t)
No. 1
w %3 v & / Fluorescent Brightening Xk - Negative | Negative
Agents
®ag-(-k, 60°C, 304 48) / ppm 4 Negative | Negative
Formaldehyde-(water, 60°C, 30 min)
FEAE-(r A, 25°C, 118 / ppm 10 n. d. 30
Evaporation residue-(n-Heptane, 25°C,
1 hr)
#F ¥ ay-Ck, 60C, 3044) / ppm | ., n o s e s s 10 n.d. 40
Chloroform soluble-(water, 60°C, 30 IZ% ? %%Pj J.lﬁ e A& AR
min) v AR 2 e
P ——— — S s (MOHWUO0001. 02, 104#10% 29p 234
¥ 07 B -(AepEps, 60°C, 304 48) / PPM | 10419019565 2 2 ). / According 10 n. d. 40
Chloroform soluble-(4% acetic acid, . . e
60°C. 30 min) to Sanitation Standard for Food
— ),mm — - — Utensils, Containers and Packages -
& 07 -QO%iFpE, 60C, 304~ 4) / PP 1piastic Uncoated Paper Products 10 n.d. 40
Chloroform soluble-(20% alcohol, 60°C, (MOHWU0001. 02, MOHW Food No.
30 min) 1041901956 announced, October 29,
A 1A 0535 -(0k, 60°C, 304 48) / ppm  {2015). 0.1 Negative 0.1
Arsenic (As) (as As,03)-(water, 60°C,
30 min)
12 As, 053 - (A% i, 60°C, 304 48) / ppm 0.1 Negative 0.1
Arsenic (As) (as As;03)-(4% acetic
acid, 60°C, 30 min)
£ &H gt )-(dhprpe, 60°C, 304 48) ppm 1 Negative 1
/ Heavy metal (as Pb)-(4% acetic acid,
60°C, 30 min)
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# 3z (Note) :
1. 0.1wt% = 1000ppm
L0Q = Limit of Quantification (% &1&'2) ;
n.d. = Not Detected (& # ) = -]'** (less than) LOQ
"-" = Not Regulated (& #f% i)
*%= Qualitative analysis (No Unit) z 44+ +7(& & i)
Negative = Undetectable (& # !); Positive = Detectable (# 1)

BRI WA ’;iiE'J’éﬁ—‘ﬁii FEAREPRRESF I FAESLEEE R A E
¥R &2 2 %7 - (The test report is the test result issued by the testing
institutions as requested by the consignor. Regarding to the legitimacy of
the product, it shall be determined by the authorities according to the law. )
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(The tested sample / part is marked by an arrow if it’s shown on the photo. )

¥k g4 2 & (End of Report) *x
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