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M RIGEE S Y ¥ R E T 2 3R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

siﬁfr&'r’é‘ (Sample Submitted By) L f\ﬁf{";’i >3 *T= 7 (CHUNG HWA PULP CORPORATION)
z #-(Sample Description) g E ER
Jf?\ L "'] .(Style/Item No.) v 3¢ 4 (HI BRIGHT UNCOATED WOODFREE)
# & F (Sample Material) A
PI’J: 4 p g (Sample Receiving Date) . 2019/07/04
B2 (Testing Period) : 2019/07/04 to 2019/07/10

B3 F F(Test Requested)
Eodp kY E MR 5T e g (FDA) 21 CFR 176, 170(i# * i #D)& 7 RlI5#. RIEA P FRRARES L. / As
specified by client, the sample(s) was/were tested according to U.S. Food and Drug Administration (FDA) 21 CFR 176.170
(Condition of use D) to conduct test. Please refer to result table for testing item(s).

BE 25 (Test Results) : # 4B T - % (Please refer to following pages).

PIN CODE: D313A447
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P38 % % (Test Results)

R zE 2R 2 (PART NAME)No. 1 : v ¢ A3k (WHITE PAPER)
i 3 (PASS)
P EEE E P ERE =5 i
(Test Items) (Unit) (Method) MDL (Result) .
Yo 1 (Limit)
=A% (50% ¢ g, 150°F, 2/ p%) / mg/in’ 0.2 n. d. 0.5
Extractives residue (50% Alcohol, 150
°F, 2 hr)
FHEARE (A%, 100°F, 304 4) / mg/in’ 0.2 n. d. 0.5
Extractives residue (n-Heptane, 100°F, %5 # WFDA 21 CFR 176. 170
30 min) condition D (2017). / According to
VRN E Feni g (8% ¢ p%, 150°F, 2 | mg/in?® [US FDA 21 CFR 176.170 condition D 0.2 n. d. 0.5
|- #) / Net chloroform-soluble (2017).
extractives (8% Alcohol, 150°F, 2 hr)
VAN E FehE P Ok, 150°F, 2] FF) |mg/in® 0.2 n. d. 0.5
/ Net chloroform-soluble extractives
(D.I. Water, 150°F, 2 hr)

# 3z (Note) :
1. 0. 1wt% = 1000ppm ; mg/kg = ppm
2. MDL = Method Detection Limit (= /% i p4&*2iE )
3. n.d. = Not Detected = below MDL (& # 1 / ™**MDL)
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¥ BEP ey BEET O PMATERERALEE/I, K
(The tested sample / part is marked by an arrow if it’s shown on the photo. )

¥k g2 2k (End of Report) **
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