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hEMRRK M ARAS (CHUNG HWA PULP CORPORATION)
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TAIPEI CITY 100, TAIWAN, R. 0. C)

TR EREGHPEREMIZHKEER (The following sample(s) was/were submitted and identified by the

applicant as) :

EIR M E (Sample Submitted By)
i m& T (Sample Name)
& (Sample Material)

W24 H(Sample Receiving Date)
AlE #ARS (Testing Period)

HIE K (Test Requested)

Bl 45 R (Test Results)
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Singh Hsiat’/ Asst. Mané
Signed for and on behalf V\
SGS TAIWAN LTD. -
Chemical Laboratory - Taipei

hERRKHABRAS (CHUNG HWA PULP CORPORATION)
FROZEN ONE-SIDE CARD BOARD (Z3=KR)
#% (PAPER)

07-Aug-2023
07-Aug-2023 to 16-Aug-2023

BEFRREMRBEREBT AR 2EMERMmEIRE(FDA) 21 CFR 176.170(ERIEH4G)
EITREL AR B B2 A REE. (As specified by client, the sample(s)
was/were tested according to U.S. Food and Drug Administration (FDA) 21
CFR 176.170 (Condition of use G) to conduct test. Please refer to result table
for testing item(s).)

#ZR T~ —H (Please refer to following pages.)
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B ERUIAR (Test Part Description)
No.1 . Be#itk (WHITE CARDBOARD)

Bl 4E R (Test Results)

BB (PASS)
HEIEE Al A& EfiI MDL BHR R{E
(Test Items) (Method) (Unit) (Result) | (Limit)
No.l

ZZE5RE (IEFR MR, 70°F, 3077048) / £EZZEFDA 21 CFR 176.170 mg/in? 0.2 n.d. 0.5
Extractives residue (n-Heptane, 70°F, |condition G.(With reference to US
30 min) FDA 21 CFR 176.170 condition G.)
SAHOIZEE) (9K, 70°F, 24/)\FF) / Net [£EZERBIFDA 21 CFR 176.170 mg/in? 0.2 n.d. 0.5
chloroform-soluble extractives (D.I. |condition G.(With reference to US
Water, 70°F, 24h) FDA 21 CFR 176.170 condition G.)

&7 (Note) :

1. mg/kg = ppm ; 0.1wt% = 0.1% = 1000ppm

2. MDL = Method Detection Limit (77;%1&RI1BR1E)

3. n.d. = Not Detected (Kt H) ; /NiAMDL / Less than MDL

4. IRIEZAMAA - 288ILAC-G8:09/2019 - FRABE _m(w=0)nUFRAETRHESHATE ; REBLIHRL - FEeUERZ
FIE B LR A REAPREMLELER - (Unless otherwise stated , the decision rule for conformity reporting is based
on Binary Statement for Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019. According to this rule,
the judgement of conformity is based on the comparing test results with limits.)
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*RAPUMAFERR - AIRRASBEREA Z2&m/30 . *
(The tested sample / part is marked by an arrow if it's shown on the photo.)

ETF23800003

** R E4EE (End of Report) **
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